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• XPS data shows how infiltrated ZnO

changes from highly oxidized state towards 

“bulk” like state after 12 cycles

• Photoluminescence analysis shows the 

evolution of defect states from 1 cycle (Zn 

monomers) to “bulk” like state at 12 cycles


