
Initial AES Depth Profiles of Ohmic Contact Material 50nmAu/50nmCr/20nmNi/SiC 
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(a) As deposited (b) Annealed @ 750OC

(c) Annealed @ 900OC
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(d) Annealed @ 1000OC


